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FLA7{E B Company Information

ZAGHAL WA IER B A PR A 7
Consignor Beijing XD Battery Technology Co.,Ltd
IRt Re R VR A PR A A Guangdong Beineng New Energy Co.,Ltd.
JUARAE AR FETT VL DT 8 5 5 #k 1201
AP AT 1201, Building 5,No.8 Qinghe Road,Huangjingkeng,HuangjiangTown, Dongguan
Manufacturer City,GuangdongProvince
HLif/Tel: 13686226106  HiFE/Mail: 270111163@qg.com
W31k /Website: /
RYNR W TH AN B4 A B A 5 Shenzhen Tiansu Calibration and Testing Co., Ltd.
s s IR RN R XA RIE 2
M AL . L .
No.2, Jinlong Avenue, Longgang District, Shenzhen, Guangdong, China
Test Lab . e ) i ]
Fii%i/Tel: 0755-89457984 H4f/Mail: tsjc@tiansu.org
P HE/Website: www.tiansu.org
{52 Battery Information
B T PR A Ha it F I/ FL S ) T
Name LiFePO4 Battery Battery/Cell Classification Li-ion Battery
G b
Type 51.2V320Ah Trademark /
HIUE HL WE R &

Normal Voltage >1.2v Rated Capacity 320Ah
s A 3T KTk
AILE fiE It 16384Wh 4K /Appearance Approximate White

Watt-hour rating

Cuboid
Jii & /Mass 124.0kg 4 & /Li Content AER N/A
N ). s .
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Test Report Number Date of Test Report
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Edition of UN Manual
of Tests and Criteria
Used

BeA B GRIGFIARHETF Y (58 8 ki) 38.3 71
UN "Manual of Tests and Criteria" ST/SG/AC.10/11/Rev.8/Subsection 38.3

T.1: &I i T.2: AL i T.3: #k3) Siibus
Altitude Simulation Pass Thermal Test Pass Vibration Pass
T4: phif it T.5: AMERAT S i T.6: i/ Siibus
Shock Pass External Short Circuit Pass Impact/Crush Pass
T7: AR piEpVE T.8: SR piiBuE
Overcharge Pass Forced Discharge Pass m
UN38.3.3.1(f)=k/or . UN38.3.3.1(g)8k/or om0
UN38.3.3.2(d) AN N/A UN38.3.3.2(e) V8 'dﬁﬁ
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